Texnunyecka cnequpuKanusa HA MPOAYKTA

75/90 Synthetic Gear Oil
JIYKAC CvHTEeTHYHO MACJ0 32 3b0HU NPeIaBKU

ITpomyxt No: 10047, 10048, 10072, 10073, 10074

Tecm ACTM  Tunuunu unouxamopu
Terno mo API D-1298 26,8
Cnemmduuno terno npu 60°F D-1298 0.8939
[TnpTHOCT ipu 60°F maynn/amepukancku raion  D-1298 7.443
Buckozurer ipu 100°C ¢St D-445 18.4
Touka Ha Bp3mIamensBane COC °F D-92 400
LBsT KexuubapeH
Toapumoct B mayHau o uaaekc Timken OK D-2509 70
Buckysurer npu 40°C ¢St D-445 142.0
NHupekc Ha BUCKO3UTET 145
TemnepaTypa Ha 3amaiBaHe D-97 -20

*AP| — AMEpUKaHCKUAT NETPOJIEH UHCTUTYT
Haasumapa Bcnuku cnenudukanuu mo GL.

LUCAS 75/90 Synthetic Gear Oil e u3iisuio cHHTETHYEH, He pa3TieHBAII
Ce,CBPBXILTB3ralll CE JBJITOTPacH JTYOPUKAHT (CMa304HO CPEICTBO), IPOSKTHPAH
CIICLIUAITHO 32 TEKKH HJIM CBPbXMOIIHU MPUIOKCHUSL, IPH KOUTO JAPYTHUTE
TyOpuKaHTH 3a 3b0HK TPEaBKH HE MOTar ja ce cupaBsT.ChIbpiKa CICISIICH TaKeT
aIITUBU,KOUTO Ca 3alliTa 32 3bOHUTE KOJIesa ¥ Ca YCTOMYHMBYU Ha OTACJISIHE MPU
CBPBXHAJISITAHE 3 Pa3JIMKa OT JAPYTH JTyOPHKAHTH.

[TpoekTrpaH € CHemsTHO 32 YCTOMYMBOCT MIPU BUCOKHU TeMIIepaTypH 0e3 3aryda Ha
CMa304HUTE CBOMCTBA.OTINYEH € 3a yrnorpeda npu Judepersyif ¢ orpaHuueHO
XJIb3TaHe.

Jla ce ma3u Ha MSICTO HEJIOCTHIIHO 3a Aena!BpeaHo npu norabiiane!

Ilpouseeoeno ¢ CALL]
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